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FOREWORD 

This report was prepared by the Petroleum Products Branch and was initiated un- 
der Research szid Development Order No.  6l3-ll(E-A),   "Aircraft Lubricating Greases". 
The report was administered under the direction of the Materials Laboratory, Direc- 
torate of Research, Wright Air Development Center, with Lt    H.   C Markle and 
Mr. H.  Schwenksr acting as Dro.iect engineer. 
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The salting points of lithium soaps, which were prepared from hydroxysteaiic 
acids, wero determined*    These soaps were combined with synthetic oils to prepare 
greases iJtiicti, in turn, were analysed to determine thiir H1V Blbai 

properties* Except for water resistance, oil separation, and mechanical stability, 
the greases made from lithium 9 or 10 hydroxystearate were found to possess proper- 
ties equal to those of lithium 12 hydrex/stearate. 

PUBLICATION REVIEW 

This report has been reviewed and is approved. 

FOR THE COMHANLZR: 

^? M. R. WKTTMORK 
Technical Director 
Materials laboratory 
Directorate of Research 
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Samples of 9/10 hydroxystearic acid were submitted by the United states Depart- 
ment of Agriculture and Emery Industries, Inc. to the Materials Laboratory for eval- 
uation as grease-thickening agents. Oily slight differences exist between the 
properties of these acids and the lithiua soaps made from them, welting points of 
the lithium 9/10 hydroxystearate soaps conpare favorably with lithium 12 hydroxy- 
stsarate. The soaps of these acids produce a somewhat softer grease than that pro- 
duced by the sase percentage of 12 hydroxystearic acid soap when used with the same 
base-oil; but they appear to be good gelling agents? 

Preliminary investigations revealed that lithium 9/10 hyHroxyatearate greases 
compared favorably with lithium 12 hydroxystearate greases except for mechanical 
stability, oil separation, and water resistance. These deficiencies probably can 
be corrected by further study. 

Initial attempts to improve the mechanical stability of lithium 9 or 10 hydrox- 
ystearate greases have been encouraging; consequently, future work will be devoted 
to study along this line in order to formulate greases that will meet the specifica- 
tion requirements of current aircraft greases. 

SECTION I 

Many greases currently used in the Air Force are made from materials that are 
imported or whose supply is limited.    In the event of war the source of supply may 
be cut off or become insufficient for the needs of the Air Fores.    It is desirable, 
therefore, to use non-critical materials which are obtained fros dosasstie sources in 
the development of greases which are as good or better than present Air Force lubri- 
cating greases.    This task is to be accomplished by the investigation of 9/lQ hydrox- 
ystearate soaps,  non-soap thickeners, and synthetic oils other than those derived 
from castor oil. 

The materials evaluated as grease-thickening agents in this investigation were 
the lithium soaps of 12 hydroxystearic acid and 9/10 hydroxystearic acid.    Some air- 
craft lubricating greases in current use employ 12 hydroxystearic acid soaps as 
thickening agents.    These acids ars derived from castor oil, an imported and expen- 
sive material.    Tallow, an inexpensive domestic product,, is the raw material from 
which 9/10 hydroxystearic acid is obtained. 

SECTION II 

PREPARATION OF LITHIUM" HTDROXISTEARATE SOAPS 

Lithium soaps were prepared from the following acids: 

(1)   9/10 iiydroxystearic acid (KLG-6UU3); nelting point, 66.;>~ to ?3.5°C; 
supplied by Es^iy IUU..  Inc. 
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(2) 9/10 hydroxystearic acid (MLG-6395);  melting point,  70,0° to 75«0°C; 
supplied by NRRL Dept.  of Agric. 

(3) 12 hydroxystearic acid (MLG-685b); melting point,  75.0° to 76.0°C; 
supplied by Emery Ind.,  Inc. 

A lithium hydroxide base, manufactured by Metalloy Corp.,  was also used in the 
preparation of the soap; but although labeled anhydrous, it proved to be an old 
S&nqpic   and  W&3   fcUFid   tu   COHtain  &   3Dial 1   percentage   uf  Water. 

A predetermined amount (usually 100 gm) of the acid was placed in a one-liter, 
stainless steel beaker* Distilled water was added to the acid until the beaker was 
about half full. Then, the beaker was heated in an oil bath until the mixture was 
slightly warmer than the melting point of the acid. The mixture was stirred by an 
air-driven, glass stirrer. 

An equivalent weight of lithium hydroxide, having been previously dried (or 
corrected for a known moisture content), was placed in a separate beaker. Distilled 
water was added; the solution was warmed and then decanted into the acid mixture in 
the stainless steel beaker. This process of adding water and decanting the solution 
was repeated until all the base was added to the acid mixtures 

After heating (80° — 90°C) and stirring for at least one hour, this mixture 
was allowed to cool; it was then filtered through a Buchner funnel. The soap that 
collected in the filter was returned to the stainless steel beaker; more distilled 
water was added; and the mixture was heated and stirred for at least another hour. 
This mixture was allowed to cool and was then refiltered through a Buchner funnel. 

The soap was dried in an oven at 160° to 210 F for at least 2U hours. 

The following selt-iT,<:' points wer-6 observed for the lithium soaps supplied by 
Emary Ind.. Inc.. NRRL Dept. of Agric,. and Emery Ind.. Inc.. respectively? 

(1) lithium 9/10 hydroxystearate (MLG-6859) 201° — 2uU.5°C 

(2) lithium 9/10 hydroxystearate (MLO-6858) 207° — 210°C 

(3) lithium 12 hydroxystearate (ML0-6857)   207° — 208.5°C 

SECTION III 

PREPARATION OF LITHIUM HYDROXISTEARATE CREASES 

Greases were made from MLG-6859* MLG-68?8, MLG-68f>7» and the following oilsx 
di-(2 ethyl hexyl) sebacate (Distilled),  supplied by Rohm and Haas Co.;  tri decyl 
azeiate    ibis(tridecyi) azeiatej  ,  supplied by Emery Ind.,  Inc.; dipropylene glycol 
dipelargonate, supplied by Emery Ind., Inc. 

A predetermined amount (18 gm) of the lithium-base soap was weighed in a stain- 
less steel beaker to which the proper p.aount of oil (132 gm) was then added to give 
tne Gesired percentages or soap and oil.    The beaker containing the mixture was tnen 
pr-oheatwd oa a hot-plate  to about I70"C,   and then placed in an  oil bath which was 
held at 220" to 2301"C.    The soap and oil mixture was stirred until the soap had 
salted completely into the oil (190° to 200°C).    Tne beaker was removed from the oil 
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bath; and the Mixture was quickly quenched by pouring it on a stainless steel table 
top.    The resulting grease was milled three tines through a three-roll paint mill 
having a cled-ance between rolls of about 0.002 inches* 

Table 1 shows the different greases that were made by combining the thickeners 
(lithium soaps) with the oils in the proportion of 12 and 88$,  respectively.    Dupli- 
cate batches of each grease were made to check their reproducibillty. 

TABLE T 

GREASE FORMULATION 

IDENT 
NO. 

LITHIUM 
SOAP 

MLQ-6701 MLG-6857 

MLG-6702 MLO-6859 

MLG-6836 MI-O-6859 

MLG-6703 MLG-6858 

MLG-6838 MLG-6858 

MLQ-670U MLG-6858 

MLG-6837 MLG-6858 

an m—f t —V MLG-6859 

MLG-6835 MLG-6859 

MLG-671U MLG-6857 

MLG-683U MLG-6857 

MLG-6753 MLG-6858 

MLG-6778 MLG-6858 

MLQ-675U MLO-6859 

MLQ-6773 MLG-6859 

MLG-6755 MLG-6857 

MLQ-6833 MLG-6857 

OIL MICRO 
PENETRATION 

di(2 ethyl hexyl)sebacate 

di(2 ethyl hex/1)sebacate 

di(2 ethyl hexyl)sebacate 

di(2 ethyl hex/1)sebacate 

di(2 ethyl hex/l)sebacate 

dipropylene glycol dipslargonate 

dipropylene glycol dipslargonate 

dipropylene glycol dipelargonate 

dipropylene glycol dipelargonate 

dipropylene glycol dipelargonate 

dipropylene glycel dipslargonate 

tri decyl azelate 

tri decyl azelate 

tri decyl azelate 

tri decyl azelate 

tri decyl azelate 

tri dec/1 azelate 

62 

135 

16U 

122 

81 

65 

1U7 

72 

95 

U5 

U3 

70 

66 

81 

72 

U2 

U5 

Ths gelling poser of the lithium y/10 nydro^srstearates proved to be less than 
that of lithium 12 hydrcxystearate.    With a few exceptions, reproducibility of the 
greases (determined by their initial consistency) was good*    For those cases in which 
ths consistency varied for different batches of the same material, the greases were 
made from lithium y/10 hydrox/stearate and di(2 ethyl her/1)sebacate or lithium 9/10 
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hydroxystearate and dipropylene glycol dipelargonate.    This was probably due to a 
false consistency which is sometimes obtained with a low percentage of soap when 
using this type of rmanching, that is,  srhen chilling rapidly on a stainless steel 
sheet.    It will be nct6d that where the tv± decyl azelate was used with the lithium 
9/10 h>droxy»t«arakj  i/iie reproducibiiity of different batches of this grease was good. 
This can be attributed to the higher viscosity of tri decyl azelats which made the 
percentage of soap used in this case adequate. 

SECTION IV 

PHYSICAL AND CHEMICAL EVALUATION OF LITHIUM HIDROXTSTEARATE  GREASES 

Mechanical Stability 

The mechanical stability of the greases was checked in the Hain Microworker. 
Lithium 12 hydroxystearate exhibited excellent mechanical stability, whereas the 
mechanical stability of the lit-hius 9/10 hydroxystearate was only fair. 

Electron micrographs were made of the greases to determine if the bettor 
mechanical stability of the lithium 12 hydroxystearate grease was due to a differ- 
ence in fiber structure.    Examination of the electron micrographs revealed that the 
lithium 12 hydroxystearate (Figures 1 through J>) had a twisted,  symmetrical fiber 
structure which has been credited with giving good mechanical stability.    The 
lithium 9/10 hydroxystearate (Figures 6 through 9) had a rod-liL^ structure,  and the 
fibers were packed together in bundles.    After working, both the lithium 12 hydrox- 
ystearate and the lithium 9/10 hydroxystearate fibers appear to be grouped closer 
together. 

The lithium 12 hydroxystearate fibers, whan packed together,  do not form a. 
solid mass, but give a lattice-type structure with winy interstices which present 
a lar^e surface area of the thickener for retention of the oilj  this result" in a 
very slight breakdown of the grease due to working. 

The fibers of lithium 9/10 hydroxystearate are also packed together on working, 
but, here, a more solid mass is formed, reducing the surface area of the thickener 
which results in a reduction of its oil retaining ability.    This causes a greater 
breakdown of lithium 9/10 hydroxystearate greases when worked*    The ndcropenetra- 
tions of the lithium hydroxystearate greases are listed in Table 2. 

TABLE II 

MECHANICAL STABILITY OF GREASES 

IDENT MICROPENETRATION 
10. Initial ASTM Strokes Worked in Hain Microworker 

50 100 500 
ML0-6701 62 KB/10 

135 mm/10 

7U mm/10 

172 ma/10 

71 mm/10 9U mm/10 

206 mm/10 
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TABLE II (Continued) 

iDEtfr MICROFENETRATICN 
NO. Initial ASTM Strokes Worked in Hain Microworker 

50 100 500 

aLG-6836 16U mm/lO 257 mm/10 2U8 mm/10 260 ma/10 

ur.n-6703 

1£LG<"6838 

122 mm/10 

On /1 r\ ux  nmy ±\J 

151 mm/10 

•n on   _— /i n 

185 mm/10 

orv»  «./in 1U3 oar/10 

MLQ-670U 65 mm/10 89 mm/10 X\SW     UMi/  XV 

MLC-663? 111?   BM/'IO 253 mm/10 266 mm/10 30U mm/'lO 

MLG-6753 70 ws/lQ 11$ mm/10 115 mm/10 1U3 mm/10 

MLG-6778 66 mm/10 101 mm/10 115 mm/10 1U2 mm/10 

MLG-6705 72 mm/10 106 mm/10 II46 mm/10 153 mm/10 

MLC-6835 95 mm/10 Hi5 mm/10 157 am/10 195 mm/10 

MLG-675U 81 mm/10 128 mm/10 iii2 mm/10 lOu mm/xv 

MLG-6773 72 mm/10 100 nm/10 122 mm/10 1U0 mm/10 

MLQ-67Hi U5 mm/10 56 mm/10 59 mn/10 72 nmy'lO 

»n.G-683!i U3 mm/10 50 mm/10 5U mm/10 58 WlO 

MLG-6755 U2 mm/10 52 mm/10 57 mm/10 69  mm/10 

MLG-6833 U5 mn/10 55 mm/10 U3 mm/10 65 mm/10 
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yagni 11 canon:     ye.ti.w uj.n»a 
Scale:    l.lU in. = In 

Figure 1.    Unworked S&nple of MLG-6833 (12* Lithium 12 Hydroxyatearate and 
86* Tfi decyl a«»late) 
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Magnification:    32*100 tines 
Scale:    1.1U in* " l»i 

Figure 2.    Worked Saaple (i>00 Strokes by Hain Microworker) of MLQ-6633 
(1256 Lithiun 12 I^drosystearate and 8856 Tri decyl azelate) 
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-     T B*        ^        7LM«M»^     .... 

Magnification:     32,100 tines 
Scales    l.lU In* s In 

Figur* 3-    Unworked saraple of ML0-683U (12% Lithium 12 Hydro^stearat* 
and 8856 Dipropylenc glyeol dipelargenate) 
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Magnification:     32,100 times 
Scale:    l.lU in. = 1^ 

Figure h.   Worked Sasple (500 Strokes by Hain Microworker) of MLG-683U 
(12% Lithium 12 Hydro:xystearate and 8856 Dipropylene glycol dipelargonate) 
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Magnification:     29,000 times 
cnaloi     T _1)i   -in.   z 111 

F±gur« 5%    Unworked Saimple of MLG-6812  (12* Lithium 12 Hydrozystearate 
and 8856 Di (2 ethyl hexyl) sebacate) 
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Hagnincation:     J2,i0u times 
Scale:    1.1U in. = lii 

Figure 6.    Uiworted Sanple of MLG-6836 (12% Lithium ?/lU Hydroxystearate 
and 68% Di (2 ethyl hexyl) sebacate) 
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Scalet    l.lii In. z lp, 

Figure ?.    Worked Sanple (500 Strokes by Hain Microworker) of MLG-6836 
{12% Lithium 9/10 Kydrujiyotearate and 53% Di (2 ethyl hej^l) 

eebacate) 
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Magnification?     32-100 tines 
Scale:    1.1U in* = lp. 

Figure 8.    Unworted Saiaple of KL0-6838 (12% Lithium 9/10 Hydroxystearate Bd Saspie or KLO-OdJO U<!J Lithium 9/ 
and 58% Di (2 ethyl iisxyl) sebacate) 
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Magnification:    32,100 times 
Scale:    l.lU in.  z In 

Figure 9.    Worked Sanple (500 strokes by Hain Microworker) of MLQ-6838 
(12% Lithium 9/10 Hydrojgrstearate and 88% Di (2 ethyl hejyl) 

sebacate) 
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Oil separation 

The greases were tested for oil separation in accordance with Federal Specifica- 
tion W-L-791. method 35«1» Table 3 gives the different greases tested and the per- 
centage by weight of oil lost. 

TABLE III 

OIL SEPARATION OF GREASES 

WEIGHT LOSS (PERCENT) 

KLG-6701 O.OLi 

MLG-6702 5.72 

MLG-6836 8»U0 

MLG-6703 5-3U 

MLG-6838 6.00 

MLQ-670U 2.0$ 

MLG-6837 6.00 

MLG-6753 5.U0 

MLG-6778 3.02 

MLG-670S 5.17 

MLG-6835 8.10 

MLG-675U >.30 

MLG-6773 3.25 

MLG-671I* 0.06 

MLG-683U 0.00 

MLG-6755 1.10 

VLC-6833 0.20 

The greases made from lithium 12 hydroxystearate soap exhibited very small 
bleeding losses.    The oil separation in lithium 9/lC hydroxystcJiratc grsa°ss was 
much greater,  and in several cases exceeded the maximum weight loss of S% allowed 
ur«3er Military Specification MIL-G-3278,  Grease; Aircraft and Instrument-. 

The large amount of oil separation in the lithium 9/10 hydroxystearate greases 
can be attributed to the percentage of soap present.    Increasing the amount of soap 
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to produce a grease of a consistency comparable to that of a lithium 12 hydrox- 
ysteavate grease would undoubtedly reduce the amount of oil separation. 

Water Resistance 

The lithium 12 hydroxystearate and the lithium 9/10 hydroxystearate greases were 
tested for their water resistance in the manner given by the following specifica- 
tions: 

Water Immersion Test, Military Specification MIL-G-3278, Grease, Aircraft and 
Instrument, ard Water Resistance, Federal Specification W-L-791e, Method 
3252.1. 

On the basis of the conducted tests, greases made with lithium 12 hydroxystearate 
have better water resistance than those made from lithium 9/10 hydroxystearate.    Re- 
sults of these tests are found in Table IV. 

TABLE IV 

WATER RESISTANCE OF GREASES 

WATER RESISTANCE TEST 
IDENT NO. (W-L-791e, Method 3252.1) 

WEIGHT LOSS IN PERCENT 

WATER IMMERSION TEST 
(MIL-G-3278, Par. U.2.2.U.) 

MLG-6701 

MLG-6836 

MLG-670U 

MLG-6837 

KLG-6835 

MLG-683U 

MLG-6833 

c:.o7 • - *   • 

2U.22 

15.73 

2.57 

27.98 

13.75 

1.98 

2.92 

Passed 

Passed 

Passed 

Passed 

Passed 

Passed 

Passed 

Passed 

Wear Characteristics of Greases 

The lithium hydroxystearate greases were tested on the Navy Gear Wear Tester 
is accordance with Military Specification MIL-G-3278, Grease, Aircraft and Instrument, 
Paragraph U.2.2.8. Results of th^se tests are fouaa in Table v. 
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TABLE V 

WEARING CHARACTERISTICS CF GREASES 

WEIGHT LOSS 
(After 

IN MILLIGRAMS 
1000 Cycles) 

IDENT NO. 5«Pound Load 10-Pound Load 

MLQ-6701 O.63 1.2? 

ilLQ-6636 0.5U 1.15 

MLG-6838 O.U8 0.88 

MLQ-670U 0.U6 l.UO 

MLG-6837 0.$2 0.6$ 

MLO-6705 0.59 1.20 

«    1   ^ 0.66 

MLG-683U 0.55 1.22 

MLG-6833 O.U2 1„UQ 

The wear characteristics of both types of the hydr-wjiyatesrate greases are good 
on the basis of this test* 

Oxidation Stability 

Samples of the uninhibited greases were examined for their resistance to 
oxidation to determine the extent of oxidation of both the lithium 9/10 hydroxy- 
stearate and the lithium 12 hydroxystearate greases.    The oxidation stability of 
the greases was determined l?r the Oxygen-Bomb raatnod in accordance with Federal 
Specification W-L-791, Method 3U5.3.    Table VI indicates the results of th5    test. 

TABLE VI 

OXIDATION STABILITY OF GREASES 

IJ3Eirr NO* PRESSURE DROP 

MLO-6833 7U psi in 100 hrs 

MLG-6773 80 psi in 100 hrs 

MLG-6778 80 psi in 100 hra 

ML0-683U 76 psi in 71 hrs 

MLQ-6835 77 psi in 68 hrs 

MLO-6837 83 psi in 100 bra 
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Thsra was no appreciable difference in the rate of oxidation of any of the 
lithium hydro-xyste&rate greases. 

Copper Corrosion 

All of the greases were tested for their resistance to copper corrosion,  in 
accordance with Federal Specification W-L-791* Method 530.9.    All the lithium 12 
and the lithium 9/10 hydroxystearate greases passed this test* 

Melting Points 

The melting points of the greases were determined, and are recorded in Table 
VII. 

TABLE VII 

HELTING POINTS OF GREASES 

HENT NO. DROPPING POINT 
°F 

MLO-6701 365 

MLG-6702 352 

MLG-6836 35U 

MLG-6703 367 

MLG-6838 370 

MLG-670U 372 

MLG-6837 37U 

MLO-6753 37U 

MLG-6778 367 

MLC-6705 365 

MLO-6835 36U 

1CLO-675U 365 

MLG-6773 360 

MLG-671U 369 

MLG-683U 36U 

MLG-6755 372 

MLC—6833 361. 
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SECTION V 

IMPROVEMENT  OF MECHANICAL STABILITY 

Several attempts have been made to improve the mechanical stability of the 
lithium 9/10 hydroxystearate greases.    Three methods were used in an effort to im- 
prove their mechanical stability:     (1) attempt to change the fiber-structure} 
(2) increase the amount of thickener;  (3) add small amounts of other thickeners 
along with the lithium 9/10 hydroxystearate in preparing the greases. 

Method #1 

A grease was prepared using the following formuiation: 

1556 lithium 9/iO nydroxystearate 
85$ di (2 ethyl-hexyl) sebacate 

The aoup and oil were added to a two neck flask fitted with a glass stirring rod and 
a th6raomBter.    The flask was heated with a glascol heater controlled by a variac. 
This mixture was heated to the malting point (202°C) and held for 5 minutes.    The 
solution was then chilled by pouring it onto a stainless steel table top and the 
grease milled on a three-roil roller mill witn  .002-in.  clearance.    This material 
was gi^en the designation of MLG-9750.    The mechanical stability of this graass 
was comparable to that of previous lithium 9/10 hydroxystearate greases. 

Method #2 

A soap was prepared by reacting 20$ 12 hydroxystearic acid and 80$ 9/10 hydrox- 
ystearic acid with the proper siwrnnt of lithium hydroxide.    The soap which re- 
sulted was used in the preparation of a grease with the following formulation: 

flithium 12 hvdroxvstearate  (20£} 
15$   ^ " 

Llithium 9/10 hydroxystearate (80$) 
85$        di (2 ethyl-hexyl) sebacata 

This grease was prepared in the same manner as MLG-9750.    However, a melt was 
obtained at 180°C.    The mixture was heated to 185°C and held for 5 minutes.    The 
grease was assigned MLG-9801.    The mechanical stability of this grease was better 
than MLG-9750, but it  «s.«i not as good as that of the lithium 12 hydroxystearate 
greases. 

Method #3 

The grease formulation used in studying the effects of temperature on fiber- 
Sbrucuure was tne sams as wiau OJ. ALU—/i^w«    1 iSpsrswiGn cA  v«<e grcaco wac ^liu^xar 
to that of MLG-9750.    However, the mixture was heated well beyond the melting point 
(202°C) to 228°C and held for 5 minutes. 

Mechanical stability of this grease, MLG-9771i was better than that of MLG-9801 
and MLG-9750, and was comparable to that of lithium 12 hydroxystearate greases.    A 
one pound batch of MLG-9771 wa3 aada using the same technique employed previously, 
and was given the identification number MLG-9918.    The mechanical stability of this 
grease was tested as follows: 

Unworked Penetration - ASTM Method 
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Worked Penetration      - Federal Spec. W-L-791, Method 31.1 

Worked Stability        - Federal Spec. W-L-791, Method 31.3 

Data on the mechanical stability of the preceding greases are listed in Table vlllc 

TABLE VIII 

MECHANICAL STABILITY OF GREASES 

MLO 
NUMBER 

INIflAL 
ASTM 

MICROPENETRATION 

STROKES 
WORKED IN 

MICRQWORKSR 

100    500 

UNWORKED 
ASTM 

PENETRATION 

WORKED WORKED 
PENETRATION        STABILITI 

9918 
9771 
6701 
7 W 

51 
62 

1U0 
59 

6^ 
71 

106 
9k 

330 
130 

2U6 mm/10 260 mm/10 3U0 mm/10 

Electron udcrographs were taken of MLG-9801 and MLG-9771o    The unwcrked sample 
of MLQ-9771 (Figure 10)  revealed the same type of rod-like fiber previously encoun- 
tered for lithium 9/10 hydroxystearate greases.    However, the rods *sre not packed 
together in such large bundles and were well defined:    The worked sample of MLG-9771 
(Figure 11) shows the usual clumping of soap-fibers as a result of working the grease* 

The  fiber-structure of MLG-9801 (Figure 12) was similar to Lhat of the other 
lithium 9/10 hydroxystearate greases.    However, the fibers were better defined and 
the length to width ratio seemed to be increased* 
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Magnification:     29,000 tines 
Scale:    l.lU in.  = In 

Figure 10.    Unworked Sample of MLG=9771 (15? Lithium 9/10 Kydroaystearate 
and 853S Di (2 ethyl hexyl) sebacate) 
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Magnification:     29,000 times 
Scale:    l.lU in. Z l\i 

Figure 11.    Worked Sample (500 Strokes by Hain Microworker) of MLG-9771 
(15% Lithium 9/10 Hydroxystearate and 85% Di (2 ethyl hexyl) 

sebacate) 
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Magnification:    29,OCX) times 
Scale:     l.lU in. Z lji 

Figure 12.    diworked Sample of MLC-9801 (3% Lithium 12 Hydroxystearate, 
12? Lithium 9/10 Hydrojqrstearate, and 85% Di (2 ethyl hexyl) sebacata) 

WADC TF 5U-U6 23 



icesie nformatio ci 
Because of our limited supply, you are requested t Return this copy WHEN IT HAS Sfii   'ED 
YOUR PURPOSE s . that it may be made available i. other reftesst*r*«   ~ °~r ^oooerati 
will be appreciated. 

All 

OTHER DRAWING,. SPECIFICATIONS OR OTHER D/   A 
tER THAN IN CONfecTION WITH A DEFINITELY RE   AT2D 

NOTICE;   WHEN GOVERNMENT OR _., 
ARE USED FOR ANY PURPOSE OTHER THAN IN CONfe  - 
GOVERNMENT PROCUREMENT OPERATION, THE U. t GOVERNMENT THEREBY INCUF 
NO RESPONSIBILITY, NOR ANY OBLIGATION WKATsfevER- AND THE FACT THAT THt 
GOVERNMENT MAY HAVE FORMULATED, FURNISH% OR IN ANY WAY SUPPLIED THI 
SAID DRAWINGS, SPECIFICATIONS, OR OTHER DATASNOT TO B£ REGARDED BY 
IMPLICATION OR OTHERWISE AS IN ANY MANNER LICENSING THfi HOLDER OR ANY O 
PERSON OR CORPORATION, OR CONVEYING ANY RlScTS OR PERMISSION TO MANUFA 
USE OR SELL ANY PATENTED INVENTION THATTYIAJIN \?W WAY BE RELATED THEF 

JER 
TURE, 
TO. 

Reproduced   by 

DOCUMENT SERVICE CENTER 
KNOT! BUiL0IN6f BAYtaON, 2, OHIO 

"**"•«"-Tqr:i*'C~#rcT'*r- r g%"i^afe'^^^*^r '-ftfe?^^* ^^-'^S 


	0004
	0005
	0006
	0007
	0008
	0009
	0010
	0011
	0012
	0013
	0014
	0015
	0016
	0017
	0018
	0019
	0020
	0021
	0022
	0023
	0024
	0025
	0026
	0027
	0028
	0029
	0030
	0031
	0032
	0033
	0034

